
Boehmite 

Dispal Si-Ep (Sasol USA):

Crystallite sizes: 5-60 nm
Crystallite shapes:
variable depending on 
synthesis conditions (plates, 
needles, blocks)

Transmission electron micrograph of a 
dispersible alumina (magnification: 180kx) 
[www.sasoltechdata.com/tds/ALUDPAL.pdf]
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